QFP Transfer Qualification Results

	Package
	Assembly Site
	HTS
	Solder Heat Resistance
	Temp Cycle
	Unbiased HAST

	48 Lead 7x7 LQFP
	SCC
	Pass
	Pass 
	Pass 
	Pass

	48 Lead 7x7 LQFP AEC
	SCC
	Pass
	Pass 
	Pass
	Pass

	44 & 64 Lead 10x10 LQFP
	SCC
	Pass
	Pass  
	Pass  
	Pass

	80 Lead 14x14 LQFP
	SCC
	Pass
	Pass 
	Pass 
	Pass

	144 Lead 20x20 LQFP
	SCC
	Pass
	Pass 
	Pass 
	Pass

	100 Lead 14x20 MQFP
	SCC
	Pass
	Pass
	Pass
	Pass

	
	TOTAL:
	0/276
	0/180
	0/867
	0/867


QFP Transfer Qualification Plans
	Package
	Assembly Site
	HTS
	Solder Heat Resistance
	Temp Cycle
	Unbiased HAST

	176 Lead 24x24 LQFP
	SCC
	In Process
	In Process
	In Process
	In Process

	52 Lead 10x10 MQFP
	SCC
	In Process
	In Process
	In Process
	In Process

	208 Lead 28x28x3.2 MQFP
	SCC
	In Process
	In Process
	In Process
	In Process

	48 Lead 7x7 TQFP
	ATP
	In Process
	In Process
	In Process
	In Process

	44 Lead 10x10 TQFP
	ATP
	In Process
	In Process
	In Process
	In Process

	80 Lead 12x12 TQFP-EP
	ATK
	In Process
	In Process
	In Process
	In Process

	120 Lead 14x14 LQFP
	SCC
	In Process
	In Process
	In Process
	In Process

	208 Lead 28x28 MQFP


	SCC
	In Process
	In Process
	In Process
	In Process

	128 Lead 14x20 LQFP
	ATP
	In Process
	In Process
	In Process
	In Process

	80 Lead 12x12 LQFP
	ATK
	In Process
	In Process
	In Process
	In Process

	208 Lead 28x28 LQFP-EP
	SCC
	In Process
	In Process
	In Process
	In Process

	48 Lead 7x7 LQFP AEC 
	SCC
	In Process
	In Process
	In Process
	In Process

	240 Lead 32x32 MQFP
	ATK
	In Process
	In Process
	In Process
	In Process

	144 Lead 20x20 LQFP
	SCC
	In Process
	In Process
	In Process
	In Process

	44 Lead 10x10 LQFP
	SCC
	In Process
	In Process
	In Process
	In Process

	144 Lead 20x20 LQFP-EP
	SCC
	In Process
	In Process
	In Process
	In Process

	64 Lead 10x10 LQFP
	SCC
	In Process
	In Process
	In Process
	In Process

	144 Lead 20x20 LQFP
Stacked die
	SCC
	In Process
	In Process
	In Process
	In Process


