QFP Transfer Qualification Tests Status
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Assembly 

Site

Package

PCT Solder Heat Resistance Temp Cycle

Sample Size Sample Size Sample Size

HTS

Sample Size

64 Lead 

7x7 LQFP

ATK

35 units/ Qual Lot 1 11 units/ Qual Lot 1 35 units/ Qual Lot 1 35 units/ Qual Lot 1

35 units/ Qual Lot 2 11 units/ Qual Lot 2 35 units/ Qual Lot 2 35 units/ Qual Lot 2

35 units/ Qual Lot 3 11 units/ Qual Lot 3 35 units/ Qual Lot 3 35 units/ Qual Lot 3


