	Test
	Conditions
	Sample Size
	Results

	Autoclave
	JESD22-A102
	1x82
	Pass

	ESD-FICDM
	ANSI/ESD STM5 M3.1-199
	1x15
	Pass

	SHR
	ADI-0049
	1X30
	Pass

	TEMP CYCLE
	JESD22-A104
	1x82
	Pass
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